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A B S T R A C T

A possibility to apply raw, powdered peach shells (PS) as a biosorbent for water purification was studied.
The PSs are locally available as a solid waste in a fruit juice factory; methylene blue (MB) was chosen as
representative of common pollutants in textile industry wastewater. The phase composition of prepared
particles was identified by XRD. The particle morphology was characterized by FE-SEM, while the size
distribution was measured by a laser light-scattering particle size analyzer. The BET specific surface area
was determined from N2 adsorption/desorption experiments. The effect of operating parameters: the
biosorbent amount (50–1000 mg/100 mL), contact time (10–180 min), solution pH (2–12) and initial
concentration (10–100 ppm) on biosorption efficiency was examined. Optimal conditions for MB removal
were found to be: the biosorbent amount of 400 mg/100 mL and pH 5.5. A high efficiency of MB removal
was established after 180 min: 99% for [MB]i = 10 ppm and 76% for [MB]i = 100 ppm. Biosorption is well
described by the Freundlich- and BET-type isotherms, implicating heterogeneous adsorption sites and
interconnections between adsorbed molecules. The FTIR spectroscopy results indicate hydrogen bonding
between the dye and the biomass. The obtained results shown that raw peach shell particles could be
used as an efficient low-cost biosorbent for dye removal from water.

ã 2015 Elsevier Ltd. All rights reserved.

Introduction

Increased industrial, agricultural and domestic activities
resulted in the production of large amounts of wastewater
containing a number of toxic materials which are continuously
polluting the available fresh water [1]. In several countries, the
removal of pollutants is considered a priority issue for drinking
water and wastewater treatment [2]. Among various developed
technologies for water purification, sorption is proven as a
superior one because of its cost-effectiveness, simplicity of
operation, insensitivity to toxic pollutants, etc. [3]. Due to their
wide availability, low cost and environmental safety, natural
materials such as kaolin, zeolites, coal, etc., are the most
commonly used sorbents for the removal of pollutants from
wastewater [4–6]. Besides, in the past several years there has
been an increased interest in testing a biomass as a (bio)sorbent
for wastewater treatment. Generally, waste biomass has been
used for the preparation of activated carbon which has further

been used for the removal of water pollutants [7–11]. Having in
mind that biomass contains a large amount of water (50–60%)
the following question arises: does the pyrolysis process pay off?
However, waste biomass could be used as a sorbent even in a
raw form [12]. The removal efficiency of raw biomass is lower
than that of active carbon but it is an available/cheap material;
at the same time, the use of biomass as an agricultural solid
waste brings solution to the environmental problem of its
storage [13].

The aim of this paper is to demonstrate the applicability of
peach shells, a used biomass, classified as waste in fruit juice
factories, as a biosorbent for methylene blue–a potential pollutant
in textile industry wastewater. Peach stone shells have so far been
used to prepare active carbon; it has been found that after chemical
activation with H3PO4 followed by carbonization, the prepared
materials show a large capacity for methylene blue sorption [14]. In
this study, the idea is to determine the sorption capacity of the raw
material. Accordingly, the raw biomass was characterized and its
efficiency for biosorption of methylene blue was examined under
different experimental conditions: the biosorbent amount, solu-
tion pH, contact time, and dye concentration were varied. Finally,
we have proposed the biosorption mechanism.
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Materials and methods

Preparation of the biosorbent material

Waste peach shells (PS) from Vino Župa, Aleksandrovac, Serbia,
fruit juice factory were used as the raw material for removing non-
degradable toxic dye from water solutions. The collected peach
shells were washed several times with boiled water to remove the
adhering pulp, and subsequently dried at room temperature. After
drying, PSs were manually crushed and separated from kernels;
shells were milled in vibromill and sieved in different fractions. For
experiments presented in this paper, the particle fraction of
<100 mm was used. Before the biosorption experiments, PS
particles were washed with 0.01 M HCl to clean out surface
impurities, subsequently washed with distilled water to negative
test on Cl� ions and dried for 24 h at 80 �C in a drying oven. The
dried PSs were stored in a container.

Characterization of the biosorbent

The PS biomass was characterized using an X-ray diffractometer
(XRD, Philips PW-1050) with CuKa1,2 radiation (40 kV, 20 mA). The
data were collected over a 2u range 10–70� with a step size of 0.05�

and a counting time of 5 s per step. The phase composition was
identified by comparing the recorded data with those reported in
the Joint Committee of Powder Diffraction Standards (JCPDS)
database. The morphology of PS particles was observed by field-
emission scanning electron microscopy (FE-SEM; SUPRA 35 VP,
Carl Zeiss). The PS sample for the FE-SEM analysis was dispersed in
ethanol, in an ultrasonic bath (low-intensity ultrasound, at a
frequency of 40 kHz and power of 50 W), for 30 min; after
dispersion, a few drops were filtered through a cellulose acetate
membrane. The membrane was put on a carbon tape on an
aluminum stub and carbon-coated for electron reflection. Before
the analysis, the sample was vacuumed for 15 min. The particle size
distribution of the PS sample was measured by a laser light-
scattering particle size analyzer (PSA) (Mastersizer 2000; Malvern
Instruments Ltd., Malvern, Worcestershire, U.K.). Prior to the
measurement, the sample was dispersed in distilled water (22 �C),
in an ultrasonic bath (at a frequency of 40 kHz and power of 50 W),
for 10 min. The specific surface area (SSA) and the porous
properties of the PS biomass were determined based on N2

adsorption–desorption isotherm at �195.8 �C using ASAP 2020
(Micromeritics Instrument Corporation, Norcross, GA, USA). Prior
to the measurement the biosorbent was degassed, at 110 �C for 10 h
under reduced pressure, to remove moisture or adsorbed
contaminants which could be present on the surface. The SSA
was calculated according to the Brunauer–Emmett–Teller (BET)
method from the linear part of the N2 adsorption isotherm [15].
The total volume of pores (Vtot) was given at p/p0 = 0.998. The
mesopore volume (Vmeso) and pore size distribution were analyzed
according to the Barrett–Joyner–Halenda (BJH) method from the
desorption isotherm [16]. The micropore volume (Vmicro) was
evaluated by t-plot method. Fourier transform infrared (FTIR)
spectroscopy was used to determine the surface functional groups
of the PS biomass and to identity the groups which participate in
bonding between PS and MB. The samples of PS biomass before and
after the biosorption process were recorded on a BOMEM
(Hartmann & Braun) spectrometer using the KBr pellet technique,
in the spectral range of 400–4000 cm�1. The spectral resolution
was 4 cm�1.

Methylene blue

The biosorptive activity of PS particles was studied by the
biosorption of a non-degradable dye methylene blue (MB).

Methylene blue is a cationic dye, with the chemical formula
C16H18ClN3S�3H2O and a molecular weight of 373.9 g/mol; MB
shows an intense absorption peak in the visible region, at 665 nm.
A stock solution of 1000 ppm was prepared by dissolving 1.0 g of
methylene blau (Methylen blay B extra, E. Merck, Darmstadt,
Germany) in 1 L of distilled water. The MB solutions for biosorption
experiments were prepared by diluting the stock solutions to the
appropriate concentrations.

Effect of the PS amount on the MB biosorption

The effect of the biosorbent dose on the efficiency (%) of MB
biosorption was investigated using different amounts of PS, in
particular 50,100, 200, 300, 400, 500, 600, 800 and 1000 mg. In each
experiment, the appropriate amount of PS was added in 200 mL glass
containing 100 mL of MB in a concentration of 20 ppm. During the
experiments, the solutions’ pH (�5.5) was not changed. After
180 min the MB dye concentrations were measured.

Effect of the solution pH on the MB biosorption

The effect of the solution pH on biosorption was studied in a pH
interval from 2 to 12. In each of the experiments 100 mL of 20 ppm
MB solution was used. The pH was measured by a pH-meter
(Hanna Instruments HI 3222) and adjusted to the appropriate
value with 0.1 M HCl and 0.1 M NaOH solutions. After the pH
adjustment, the solutions were mixed with 400 mg of PS. After
180 min the MB dye concentrations were measured.

Effect of the MB solution concentration and contact time on the
biosorption

In order to determine the effects of the MB concentration and
contact time on biosorption efficiency, an amount of 400 mg of PS
biomass was mixed with 100 mL of MB solution. The tested
concentrations of MB were 10, 20, 50 and 100 ppm, while the
contact time was changed from 10 to 180 min.

To keep the mixture in suspension, all of the above-mentioned
biosorption experiments were performed under constant stirring
of 600 rpm on magnetic stirrer; temperature was kept constant at
22 �C. In each experiment, 3 mL of aliquots was withdrawn in
appropriate time intervals and centrifuged at 4000 rpm during
5 min to remove PS particles from the solution before the
absorbance measurement. The residual concentration of the MB
pollutant after biosorption was calculated according to the
absorbance value at 665 nm determined by measurements
performed on a Cintra 101 UV–vis spectrophotometer (GBC
Scientific Equipment Inc., Hampshire, IL, US) in the wavelength
range of 300–800 nm. All tests were performed in triplicate to
avoid wrong interpretation due to possible experimental errors.
Standard deviations were calculated giving the experimental error
below 2%.

Mechanism of biosorption

To understand the mechanism of adsorption different isotherm
models have been developed during the years. In most cases,
adsorption does not follow a simple law and a single model is not
always convenient; commonly adsorption results from the
superposition of at least two mechanisms. In this paper, to
describe the mechanism of methylene blue dye biosorption on
peach shell biomass, the Langmuir, Freundlich and BET isotherm
models, as most commonly used, were tested. The Langmuir model
is based on the assumptions that the surface is homogeneous
containing a finite number of adsorption sites, and that the
adsorption occurs through the formation of a monolayer of

S. Markovi�c et al. / Journal of Environmental Chemical Engineering 3 (2015) 716–724 717



adsorbate without interactions between adsorbed molecules [17].
The linear form of the Langmuir isotherm is represented by Eq. (1):

Ce

qe
¼ 1

bqmax
þ Ce

qmax
(1)

where Ce is the residual concentration of dye in the solution at
equilibrium (mg/L), qe is the amount of dye adsorbed per unit
weight of the adsorbent (mg/g), qmax is the constant related to the
maximal adsorption capacity, i.e., the amount of the solute
adsorbed per unit weight of the adsorbent in forming a complete
monolayer on the surface (mg/g), while b is the constant related to
the energy of interaction with the surface [18].

The Freundlich isotherm model is based on the heterogeneity of
adsorption sites and it admits the existence of interactions
between adsorbed molecules [17]. The Freundlich isotherm is
shown by Eq. (2):

qe ¼ KfC
1=n
e (2)

The linearized Freundlich isotherm is shown by Eq. (3):

lnqe ¼ lnKf þ
1
n
lnCe (3)

where Kf is the Freundlich constant related to the adsorption
capacity while n is the constant related to adsorption intensity; in
particular, if n = 1, then adsorption is linear; if n < 1, then
adsorption is a chemical process; if n > 1, then adsorption is a
physical process [19].

The BET isotherm model (named according to the inventors,
Brunauer, Emmett and Teller) is similar to the Langmuir model
except for the assumption that more than one molecule can adsorb
to each site on the surface. The isotherm is presented by Eq. (4):

Ce

ðCs � CeÞqe
¼ 1

bqmax
þ b � 1

bqmax

� �
Ce

Cs

� �
(4)

where Cs is the saturation concentration of the solute (mg/L); b is
the constant which expresses the energy of interaction with the
surface [18].

Results and discussion

Characterization of the PS biomass

The XRD pattern of the PS biomass, presented in Fig. 1, shows
characteristic wide reflections of cellulose I (card No. PDF-2
03-0289). The polymorphs of cellulose are denoted as I, II, III and
IV; cellulose I, or native cellulose, is the main constituent of wood
[20]. Besides, cellulose fibers in wood are bound in a complex
polymer named lignin. The morphology of the PS biomass and
particle size distribution are presented in Fig. 2. PS particles of non-
uniform shapes and different sizes could be observed from the FE-
SEM image, Fig. 2a. The particle size distribution of the PS biomass
is non-uniform (uniformity = 0.751), wide (span = 2.262) with a
bimodal size distribution. Precisely, the average particle size (d50)
is 6.2 mm; just 10% of particles are smaller than 4.5 mm, while more
than 90% of particles are smaller than 18.9 mm. Furthermore, a
small number of particles (about 2.5% of the total number) belong
to a larger fraction, with sizes between 20 and 100 mm. Fig. 3
presents a high resolution FE-SEM image of PS (a) and a magnified
section of layered particle’ structure (b). The thickness of the PS
particles layers falls in the range from about 80 to 200 nm, while
the height of the pores between the layers is in the range
50–150 nm. According to the BET results the specific surface area is
0.985 m2/g, the total pore volume 0.002880 cm3/g (Vmicro =
0.000029 cm3/g and Vmeso = 0.002878 cm3/g) and the average pore
diameter is 28.5 nm. Having in mind the IUPAC classification of
pores [21], the PS particles predominantly consist of mesopores,
which is generally considered desirable for the liquid-phase
adsorptive removal of metal ions and dyes [22].

Effect of the PS amount on the MB biosorption

The effect of the PS amount (mg) on the efficiency of the
biosorption of MB with concentration of 20 ppm, at pH 5.5,
temperature of 22 �C and after a contact time of 180 min is
presented in Fig. 4. It can be seen that the increase of the biomass

Fig. 1. XRD pattern of the PS biomass and scheme of cellulose repeated chain
(inset).

Fig. 2. (a) FE-SEM image, and (b) particle-size distribution (based on particle number and cumulative percentage frequency) of the PS biomass.
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from 50 to 200 mg leads to a drastically increased efficiency of the
MB biosorption from 43.5 to 89%. Further increases of biomass
slightly increase the efficiency to 97.7% for 400 mg; after that, the
increase of the PS amount from 400 to 1000 mg does not lead to a
considerable change of biosorption efficiency (from 97.7 to 98.5%).
Since the number of available biosorption sites increases with
increased biosorbent doses, an increase in the removal efficiency is
expected. Nevertheless, the plateau of biosorption efficiency for
the removal of [MB] = 20 ppm is attained for the dose of 400 mg.
The plateau in removal efficiency with increased biosorbent doses
could be explained by the unsaturation of biosorption sites
through the biosorption process [23]. Furthermore, high adsorbent
doses could provoke particle aggregation or agglomeration. Such
interaction between particles could lead to a decrease in the total
surface area of the adsorbent and an increase in diffusional path
length [24]. However, since the dye molecules are only loosely and
reversibly bound to the PS surface desorption of some of part could
occur [24].

Since the plateau of the biosorption efficiency is attained for the
dose of 400 mg of PS, it is used as an optimal biosorbent dose in all
further experiments.

Effect of the solution pH on the MB biosorption

As it is known, the solution pH has a dominant impact on ions
sorption. Fig. 5 shows the effect of the solution pH on the
biosorption of MB on the PS biomass. The initial MB solution with a
concentration of 20 ppm has the pH value of 5.5. First of all, the
efficiency of the biosorption of MB on PS was measured without pH
adjustment. The red circle in Fig. 5 denotes the efficiency of
biosorption at pH 5.5 after a contact time of 180 min; the efficiency
was 97.7%. The results show that the increase of pH up to 12 has no
influence on biosorption efficiency, while even a small decrease in
pH from 5.5 to 4 leads to a decrease in biosorption efficiency; for
the solution pH 2, the efficiency decreases drastically (to 78%). The
reduction of the MB biosorption in the acidic solutions (here, at pH
values lower than 5) could be attributed to the neutralization of
free OH groups on the surface of native cellulose by bonding with
H+ from HCl used for pH adjustment.

These results are in agreement with our previous study, where
the point of zero charge (pHpzc) of the PS particles was determined
to be 4.75 � 0.1 [25]. The point of zero charge is defined as the pH at
which the sorbent surface charge has a zero value. At pHpzc the

Fig. 3. (a) High resolution FE-SEM image of the PS particle, and (b) magnified part of layered structure.

Fig. 4. Effect of the PS amount on the biosorbtion efficiency. Fig. 5. Effect of the MB solution pH on the biosorbtion efficiency.
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charge of the positive surface sites is equal to that of the negative
ones; at pH < pHpzc the sorbent surface is positively charged and
anionic adsorption is favored while at pH > pHpzc the sorbent
surface is negatively charged and cationic adsorption is favored
[26]. In our case, at pH > 4.75 the surface of the PS particles will be
negatively charged, allowing the electrostatic attraction of
positively charged MB cations (in water, MB readily dissociates
on the MB+ and Cl� [27]).

Accordingly, since it was found that the highest biosorption
efficiency was obtained at pH 5.5 further experiments were
prepared under the same pH condition.

Effect of the MB solution concentration and contact time on the
biosorption

Fig. 6(a) shows the influence of the MB solution concentration
on the efficiency of the biosorption on the PS biomass. In each of
the experiments, the amount of PS was constant (400 mg of PS in
100 mL of dye solution) while the dye concentration was changed
from 10 to 100 ppm. From Fig. 6(a) it is obvious that biosorption
efficiency decreases with an increase in dye concentration.
However, the amount of dye adsorbed per unit mass of biosorbent
increased with increased of dye concentrations in 100 mL of the
solution. Under the experimental conditions 0.4 g of PS in 100 mL
MB, in an equilibrium time of 60 min, and for dye concentrations of
10, 20, 50 and 100 ppm, the dye adsorbed per unit mass increased
from 9.9, 19.1, 42.75 to 68.9 ppm, respectively. As it is explained in
previous papers, an increase in the dye concentration accelerates
the diffusion of dye from the solution onto adsorbents due to the
increase in the driving force of the concentration gradient
[19,23,28]. The results of biosorption of the dye are shown in
Fig. 6(b); the absorption spectra for MB were recorded in the time
interval from 10 to 180 min and in the wavenumber interval
300–800 nm (the starting conditions are denoted in the figure).
From Fig. 6(b) it can be seen that the absorption peak intensity

Fig. 6. (a) Effect of the MB solution concentration on the biosorbtion efficiency; (b) UV–vis spectra showing biosorption of MB during time. [MB]i = 50 ppm, [PS] = 400 mg/
100 mL, initial pH of the solution = natural (5.5); (c) and (d) photographs of the dye solution ([MB]i = 10 and 50 ppm, respectively) after different contact time.

Fig. 7. Kinetic plot for the biosorption of MB on the biomass; [PS] = 400 mg/100 mL,
initial pH of the solution = natural (5.5).

Table 1
Kinetic parameters for biosorption; [PS] = 400 mg/100 mL, initial pH of the
solution = natural (5.5).

Conc. (ppm) Kð1Þ
1 ½s�1� tð1Þ1=2½min� Kð2Þ

1 ½s�1� tð2Þ1=2½min�
10 1.6 � 10�3 7.2 4.3 � 10�4 26.9
20 1.2 � 10�3 9.6 3.2 � 10�4 36.0
50 5.4 �10�4 21.4 1.9 � 10�4 60.7

100 2.6 � 10�4 44.4 1.3 � 10�4 88.8
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decreased gradually with time. The decrease in the absorbance of
MB in the presence of the PS biomass implies that the dye was
adsorbed. Due to the progressive biosorption of the MB dye with
the PS biomass the color of the solution was changed with time
from blue to light blue followed, to finally become transparent,
Fig. 6(c and d).

Fig. 7 shows a plot of ln (Ci� Ct) versus the contact time for the
MB dye biosorbed on the PS biomass. As it is known, the linear
kinetic curves implicate that adsorption follows first order reaction
kinetics. Here, it can be seen that each of the curves can be
separated into two linear segments with different slopes. For each

slope the rate constant of biosorption, K1 (min� 1) was calculated
and denoted as (1) and (2) for different time intervals. The
calculated kinetic parameters are listed in Table 1. For each of the
tested concentrations, the rate constants of biosorption are greater
for the first segment of the kinetic curves than that for second one.
For example, for [MB]i = 10 ppm, during the first 30 min, PS
particles adsorbed more than 95% of dye, K1 was 1.6 � 10�3 s�1

while the time necessary for the removal of 50% of the dye was t1/
2 = 7.2 min; during the next 150 min, only 4% of the dye was
removed (to 99%), K1 was 4.3 � 10�4 s�1, while t1/2 = 26.9 min. With
an increased initial dye concentration the kinetic parameter K1

decreases while t1/2 increases (Table 1).

Mechanism of biosorption

Three isotherm models, Langmuir, Freundlich and BET, tested
for the biosorption of MB on PS are presented in Fig. 8 while the
calculated parameters are listed in Table 2. It can be seen that the
Freundlich and BET models fit the data very well (R2 = 0.9966 and
0.9961, respectively), also exhibiting a higher correlation than
Langmuir one (R2 = 0.8937). The calculated value of the Freundlich
constant n is 2.9 hinting physical biosorption of MB onto PS
particles; Kf is 52.6 [(mg � g�1) � (L � mg�1)1/n]. According to the
Langmuir model, the maximal biosorption capacity (which
corresponds to complete monolayer coverage on the PS surface)
is qmax = 183.6 mg/g, while the same constant calculated from the
BET model is 98.6 mg/g. The presented results suggest that the
biosorption of MB occurs on the heterogeneous surface of PS
particles, as well as that interconnections between MB molecules
exist.

Table 3 lists the maximum monolayer biosorption capacity of
MB onto various biosorbents. As it can be seen, the PS biomass used
in this study has a sorption capacity comparable to other
biosorbents found in the literature [29–36]. Although the raw PS
particles have a relatively low specific surface area (0.985 m2/g)
and a small total pore volume (0.002880 cm3/g) they show good
performance in MB removal. The efficiency of the PS may depend
on the pore structure, functional groups and surface chemistry

Fig. 8. (a) Langmuir, (b) Freundlich, and (c) BET adsorption isotherms for MB dye
biosorption ([MB]i = 10 ppm; [PS] = 4 g/L; equilibrium time = 60 min).

Table 2
Isotherm parameters for adsorption of MB on PS.

Isotherm model Calculated isotherm parameters

Langmuir qmax (mg/g) b (L/mg) R2

183.6 0.38 0.98305

Freundlich n Kf R2

2.9 52.6 0.9966

BET qmax (mg/g) b (L/mg) R2

98.6 27.5 0.9961

Table 3
Comparison of the maximum monolayer biosorption capacity of MB dye on various
biosorbents.

Biosorbent qmax (mg/g) Reference

Algae Sargassum muticum 279.2 [29]
Broad been peals 192.72 [30]
Peach shells 183.6 This work
Algae Gelidium 171 [31]
Rejected tea 147 [32]
Mango seed kernel 142.9 [33]
Empty fruit bunch 50.76 [34]
Rice husk 40.6 [35]
Orange peel 18.6 [36]
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[34]. The average pore diameter was found to be 28.5 nm
classifying PS in the mesopores region [21]. It is known that an
MB molecule has a molecular diameter of about 0.8 nm and it has
been estimated that the minimum diameter of pores that allow

this molecule to enter is 1.3 nm [37]. Therefore, MB molecules can
only enter the largest micropores, but most of them are likely to be
adsorbed in mesopores.

FTIR spectroscopy was employed to determine functional
groups on the PS surface and their possible bonding with MB
molecules. Fig. 9 shows the FTIR spectra of the PS biomass before
and after the biosorption of MB (for the sake of comparison the
spectra were normalized to 1), while the positions and assign-
ments of bands are presented in Table 4. The FTIR spectrum of the
PS biomass before biosorption (solid line) shows the intense
adsorption band at 3429 cm�1 assigned to O��H stretching mode
[38,39]; the vibrational band at 2924 cm�1 is assigned to
asymmetric and symmetric stretching of ��CH2 and ��CH3

cellulose groups [23,38]. The band at 1642 cm�1 is assigned to
adsorbed water in cellulose and probably some hemicelluloses
[23]. The bands at 1734, 1695, 1614, 1557, 1508, 1457, 1427, 1376,
1338, 1113, and 1048 cm�1 are attributed to the stretching
vibrations of the aromatic ring n(C��C)/n(C¼C) [40–42]. The
stretching vibrations of the carboxylic acid n(CO) appear at 1695,
and 1048 cm�1 [40,42]; while the band at 667 cm�1 is attributed to
the out of plane deformation vibration of carboxylic acid dop(C��O)
[41]. The bands at 1557, 1427, 1338, and 1048 cm�1 are attributed to
the stretching vibrations of the phenolic group n(C��O); [42]; in
plane deformation vibrations of the phenolic group dip(O��H)
appear at 1261, and 1113 cm�1. The torsional vibrations of benzene
t(C��H) appear at 719, 824, 897 cm�1 [40,41]. The FTIR spectrum of
the PS biomass after biosorption (dotted line) is very similar to the
spectrum before biosorption. As it is known, the functional groups

Table 4
Assignment and positions (wavenumber in cm�1) of bands in the FTIR spectra of PS biomass before and after biosorption of MB.

Assignmenta Wavenumbers (cm�1)

Before biosorption After biosorption

dip(C��H) 617 605
dop (C��O) 667 668
t(C��H) 719, 824, 897 719, 824, 896
dip(C��H) 897, 1033 896, 1033
n(CC), n(C��O) 1048 1048
dip(O��H), n(CC), dip(O��H), n (anhydroglucose ring) 1113 1113
Asymmetric C��OC bridge stretching 1160 1160
dip(C��H), n(C��O), dip(O��H) 1261 1261
n(CC), n(C��O) 1320 1320
dip(O��H), n(CC), dip(C��H), n(C��O) 1338 1338
n(CC), dip(C��H), n(C��O), dip(ring) 1376 1380
n(CC), dip(C��H), n(C��O) 1427 1427
n(CC) 1457, 1508 1457, 1506
n(CC), dip(C��H), n(C��O), dip(O��H) 1557 1557
n(CC), dip(C��H), dip(ring) 1614 1602
d(O��H) adsorbed water 1650 1652
n(C¼O), n(CC) 1695, 1734 1695, 1734
CO adsorbed on a surface 2050–2135, 2271 2060–2146, 2278
n(CH) 2924 2924
n(OH) 3429 3429

a n, stretching; d, bending; d, deformation; ip, in plane, op, out of plane, and t, torsion.

Fig. 9. FTIR spectra of the PS biomass before (solid line) and after (dotted line) the
MB biosorption.

Scheme 1. Supposed biosorption mechanism of the MB molecules onto the PS surface via hydrogen bonding.
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that were not involved in the biosorption of the dye are presented
with the vibrational bands at the same wavenumbers before and
after the biosorption procedure [38]. However, the functional
groups that interacted with the dye show a shift to lower
wavenumbers after the biosorption. The band of the O��H
stretching mode in the region 3000–3600 cm�1 is more intense
for the PS biomass after the biosorption of MB than for the starting
PS, indicating that this group participates in the biosorption of the
MB dye. In particular, the widening of the band can be explained by
a larger number of OH groups after the biosorption procedure,
which implies an increase of O��H bonds formed by bonding of dye
with cellulose.

From the FTIR spectra of the PS biomass before and after the
biosorption procedure it could be supposed that three hydroxyl
groups, available for reaction in each repeating unit of cellulose,
participate in hydrogen bonding with hydrogen from the ��CH3

groups of methylene blue, Scheme 1.

Conclusion

The presented results demonstrate that it is possible to use raw,
powdered peach shells as a highly efficient biosorbent for the
removal of pollutants from water solutions. The obtained results
show that the efficiency of peach shells for the removal of
methylene blue, a non-degradable cationic dye, depends on the
initial dye concentration, biomass amount, contact time, and the
pH value of the dye solution. To describe the mechanism of
methylene blue biosorption on powdered peach shells, the
Langmuir, Freundlich and BET isotherm models were tested on
the equilibrium data. The characteristic parameters for each
isotherm and the related correlation coefficients were determined;
according to the correlation coefficients, biosorption is heteroge-
neous with possible interconnections between methylene blue
molecules. The results of the FTIR spectroscopy analysis indicate
that hydrogen bonding is the principal mechanism for the removal
of methylene blue by powdered peach shells. The use of raw
biomass, without additional energy investments for the pyrolysis
and preparation of activated carbon, is noteworthy because of
energy saving.

As peach shells are widely available in the Republic of Serbia as
an agricultural waste, their applicability as a biosorbent has a
twofold significance: (1) as an economically viable solution for
wastewater treatment and (2) the way to clean storage places with
agricultural solid waste.
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